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Tin Nanoparticle

Purity >99.5%

Average Particle Size: ~50-80nm

Impurities:

Cu Pb Sb Bi Zn Fe Al As Cd

0.5+0.1 <0.1 <0.02 <0.01 <0.02 <0.02 <0.02 <0.03 <0.02
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